Not Seasonally Adjusted

Exhibit 5. U.S. Imports For Consumption of Monitored Steel Products
Quantity in metric tons/value in thousands of dollars. (-) Represents zero or less than one half of measurement shown. Details may not equal totals due to rounding.

January 2016 December 2015 December 2015 January 2015 December 2014
Preliminary Preliminary Final Final Final
Commodity
Grouping Quantity Value Quantity Value Quantity Value Quantity Value Quantity Value
Total Selected Commodities | 1,862,335 1,280,033| 1,688,753 1,284,764 1,704,525 1,291,803 2,935,490| 2,389,891| 2,463,928 2,101,093
Carbon/Alloy Products
Flat-rolled Products 1,339,642 764,784 1,216,191 798,515 1,217,607 799,704 2,243,327| 1,546,417| 1,917,153 1,385,297
Flat-rolled -- Slab 312,443 127,576 255,675 122,321 255,675 122,321 708,094| 370,439 571,126 304,594
Flat-rolled -- Plate 87,001 65,748 122,685 82,662 122,810 82,791 191,192 155,175 179,507 163,097
Flat-rolled -- Hot-Roll 481,613 221,639 335,317 170,535 335,534 170,701 704,363 446,244| 543,133 354,435
Flat-rolled -- Cold-Roll 131,259 85,333 147,689 102,343 148,364 102,877 216,278 169,853 217,946 177,039
Flat-rolled -- Coated 272,796 211,465 270,822 234,246 271,156 234,562 365,508 342,002 340,734| 316,684
Flat-rolled -- Tin Mill 54,531 53,023 84,004 86,407 84,069 86,452 57,892 62,703 64,706 69,447
Hot-rolled Bar 136,679 110,492 179,376 135,334 180,225 136,150 172,456 174,205 161,629 165,720
Cold Finished Bar 17,960 23,753 12,696 17,849 12,696 17,849 22,724 37,184 21,323 35,306
Rebar 124,461 45,127 101,261 41,987 114,491 46,495 133,470 72,345 93,960 51,793
Welded Pipe 203,890 200,859 140,146 151,176 140,203 151,612 301,702 328,919 214,298 251,840
Fittings and Flanges 22,717 72,289 23,355 80,817 23,575 80,908 39,619 131,918 33,966 111,708
Stainless Steel Products
Bar 10,135 37,231 9,992 37,658 9,992 37,658 14,419 64,651 14,237 66,722
Rod 2,897 8,130 2,131 5,899 2,131 5,899 3,437 12,341 3,324 12,303
Wire 3,955 17,368 3,605 15,528 3,605 15,528 4,338 21,911 4,040 20,404
December 2015 Year-to-Date| December 2014 Year-to-Date
Final Final
Commodity
Grouping Quantity Value Quantity Value
Total Selected Commodities 27,779,276 21,023,786 30,908,908 25,423,652
Carbon/Alloy Products
Flat-rolled Products 20,415,609 13,039,032 24,252,246 17,195,826
Flat-rolled -- Slab 6,274,794 2,655,948 9,185,663 4,978,506
Flat-rolled -- Plate 1,347,119 1,046,808 1,608,695 1,339,634
Flat-rolled -- Hot-Roll 5,423,441 2,998,797 6,002,178 4,019,789
Flat-rolled -- Cold-Roll 2,138,988 1,555,953 2,332,058 1,921,537
Flat-rolled -- Coated 4,376,568 3,888,264 4,324,689 4,053,196
Flat-rolled -- Tin Mill 854,699 893,262 798,964 883,165
Hot-rolled Bar 2,007,587 1,791,330 2,383,960 2,259,084
Cold Finished Bar 223,837 343,907 245,322 407,289
Rebar 1,820,857 837,583 1,313,556 778,449
Welded Pipe 2,716,805 2,846,649 2,102,203 2,386,635
Fittings and Flanges 349,324 1,147,679 374,915 1,305,091
Stainless Steel Products
Bar 162,749 676,833 155,543 728,687
Rod 35,210 116,822 32,640 117,867
Wire 47,298 223,951 48,523 244,724

NOTE: Data shown reflect imports of steel products from all countries included in the monitored steel categories, regardless of whether the product or
country is subject to the safeguard measures. See the cover report specifically explaining the current month's preliminary steel imports trade data or

www.census.gov/foreign-trade/Press-Release/steel_index.html.
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